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Abstract: The complexation of Eu(III) by hydro-soluble 
degradation products (HDPs) from a radio-oxidized polyes-
terurethane is investigated. The polyesterurethane Estane 
5703® (PURe) is radio-oxidized at 1000 kGy with γ-rays at 
room temperature. The polymer is then hydrolysed by a 
simplified artificial cement pore water solution (pH 13.3) 
for 31 days at 60 °C. The HDPs within the leachate are char-
acterized using gas chromatography-mass spectrometry, 
ionic chromatography, and TOC analyser. The complexa-
tion of Eu(III) is studied by time-resolved luminescence 
spectroscopy (TRLS). The main HDPs are adipic acid – hex-
ane-1,6-dioic acid – and butane-1,4-diol. Unlike HDPs from 
non-irradiated PURe, the HDPs from 1000 kGy γ-irradiated 
PURe do form complexes with Eu(III) at pH 13.3. Neither 
adipate nor butane-1,4-diol are responsible for this com-
plexation. The existence of several types of complexes 
is evidenced by TRLS and electrospray ionization mass 
spectroscopy (ESI-MS): complexation reactions and opera-
tional constants are proposed. The complexes formed at 
high pH (from 10 to 13) are different from the lower pH 
complexes. The lower pH complexes are studied by ESI-MS 
and two ligands are identified:  adipate and an oligomer.

Keywords: Europium, polyesterurethane, hydro-soluble 
degradation products, radio-oxidized polymers, cementi-
tious wastes.

1   Introduction
Knowledge of interactions between radionuclides 
and organics contaminants from radio-oxidized 

polymers – generated during exploitation, maintenance, 
and dismantling of nuclear fuel cycle facilities [1] – is 
crucial for assessing the mobility of radionuclides near 
nuclear waste geological disposals [2–6]. Contaminated 
polymers should be disposed in primary cemented pack-
ages and in cemented over-packages in intermediate level 
long-lived waste (ILW-LL). Deep geological disposals for 
ILW-LL is considered in France, in the Callovo-Oxfordian 
clay envisaged as geological barrier [7]. Engineered as well 
as  confinement barriers would be designed in concrete.

After closure of the disposal site, pore water from the 
host rock will diffuse through the cementitious barriers, 
becoming alkaline [8], and reach the ILW-LL packages’ 
cores at a time that depends on water permeability of the 
host rock. At that time, radio-oxidized polymers should be 
degraded by leaching and alkaline hydrolysis. The result-
ing products are called hydro-soluble degradation prod-
ucts (HDPs). There is evidence that irradiated polymers 
induces bacterial nitrate reduction [9], and that HDPs are 
complexing radionuclides [3–6, 10–13]. Most of the latter 
studies were focused on complexation by isosaccharinic 
acid – a glucose isomer and HDP from non-irradiated 
cellulose [10–13]. Van Loon and Hummel [3] investigated 
the complexing power of HDPs from two ion-exchange 
resins. The HDPs from the non-irradiated resins did not 
complex metals, whereas the HDPs from irradiated resins 
did. Irradiation seemed to trigger ligands formation [14]. 
Among HDPs from irradiated resins, oxalate and an uni-
dentified ligand pool were evidenced [3]. Another study of 
HDPs from a radio-oxidized polyetherurethane shows that 
ligands were also created by radio-oxidation [4].

Recently, the complexation of lanthanides and 
 actinides by HDPs from γ-irradiated PVC (γ-PVC) was 
reported [5, 6]. Reiller et  al. [5] shown that HDPs from 
a γ-PVC formed complexes with Eu(III) – analogue of 
actinides(III) –, which increased Eu(OH)3 solubility from 
neutral to alkaline pH. Baston et al. [6] shown that HDPs 
from a γ-PVC, and from γ-irradiated additives, enhanced 
solubility for Pu and for U(VI). In both studies the ligand 
pool was occurring via an unidentified ligand pool as for 
irradiated resins [3].

In this study, we studied a polyesterurethane Estane 
5703® (PURe) resin, used in the formulation of gloves for 
glove boxes in the nuclear industry. Eu(III), chosen to 

*Corresponding author: Pascal E. Reiller, Den – Service d’Etudes 
Analytiques et de Réactivité des Surfaces (SEARS), CEA, Université 
Paris-Saclay, F-91191, Gif-sur-Yvette Cedex, France,  
E-mail: pascal.reiller@cea.fr 
Elodie Fromentin, Diane Lebeau, Alexandre Bergounioux and Muriel 
Ferry: Den – Service d’Études du Comportement des Radionucléides 
(SECR), CEA, Université Paris-Saclay, F-91191, Gif-sur-Yvette Cedex, 
France

https://doi.org/10.1515/ract-2019-3122
mailto:pascal.reiller@cea.fr


384      E. Fromentin et al., Interactions between Eu(III) and hydro-soluble degradation products

investigate the complexing power of HDPs as a non-radio-
active chemical analogue of actinides(III) [15], is showing 
luminescent properties that makes it suitable for both 
complexation studies and chemical environment probing 
by Time-Resolved Luminescence Spectroscopy (TRLS) 
[16–21], including complex organic mixtures [5, 22–26].

As it is necessary to improve the knowledge of 
chemical structures and functionalities of ligand pools 
to ascertain the knowledge of the complexing power 
of HDPs, characterization of the degradation products 
issued from a γ-irradiated PURe (γ-PURe) were led to 
identify the main HDPs constituents [27, 28]. Adipic acid 
– hexane-1,6-dioic acid – was shown to be the main HDP 
from PURe, and being able to complex Eu(III) under 
mildly acidic conditions [18, 29]. Considering the source 
term, adipic acid does not seem to be responsible for the 
complexation of analogous radionuclides under alkaline 
conditions [29].

After having quantified the role of adipate ion on the 
speciation of Eu(III) [29], we will here investigate the real 
Eu(III)-HDPs system in TRLS and try to identify ligands 
from the pool in electrospray ionization mass spectro-
metry. The TRLS spectra and luminescence decay time 
evolutions of the Eu(III)-HDPs systems will also be dis-
cussed giving indications on the ligand (pool) character.

2   Materials and methods

2.1   Production of HDPs

PURe, which three precursors are shown in Fig. S1 of the 
Supplementary Information (SI), was kindly provided by 
Lubrizol. The physical properties are described in Fromen-
tin et al. [27]. The critical thickness, which ensure homo-
geneous radio-oxidation is Lc = 0.62  mm – see details in 
Section S2 of the SI.

As PURe was received as granules, homogeneous 
radio-oxidation required shaping into films – see details 
in Section S2 of the SI. Experimental thickness of the 
obtained films is Lexp = 0.20 ± 0.04  mm (average of 200 
films). Films were irradiated (IONISOS, France), under 
air at room temperature, using γ-rays (60Co source) at 
0.7 kGy · h−1, in test tubes covered by a beaker to limit dust 
deposition onto the samples, while allowing air to flow 
inside the container. Dosimetry was performed using 
radio-chromic (Red Perspex) dosimeters. No electronic 
correction was made to account for electronic density dif-
ference between water and PURe. After irradiation, the 
absorbed dose was 103 kGy with less than 6 % uncertainty.

Aliquots of 1 g of non-irradiated and γ-PURe were 
hydrolysed for 31  days at 60 °C under inert atmosphere 
(N2) into 10 g of a simplified artificial cement pore water 
(SACPW) solution [5] – 1

w0.16 mol kg−⋅  KOH (Sigma-Aldrich, 
90 %) and 1

w0.07 mol kg−⋅  NaOH – in PFA bottles (Thermo 
Scientific Nalgene). The pH values were regularly meas-
ured using a combined pH-microelectrode and kept con-
stant at 13.3 ± 0.05 by regular weighed addition of a tenfold 
concentrated SACPW solution to the medium. The 4 points 
calibrations of the pH-meter were made with 3 commer-
cial buffer solutions (SI Analytics, pH 3.99, 7.01, and 10.06 
at 20 °C) and a Ca(OH)2(s) (Acros Organics, 98 %) suspen-
sion filtered out just before use (pH 12.6 at 20 °C).

After 31  days the hydrolysed polymer samples were 
separated from solutions by two filtrations – 0.22 μm 
PVDF filter on Buchner, plus 0.2 μm PES filter on syringe – 
in order to preserve the measuring instruments. The final 
solutions will be noted leachates in the following and con-
tained the HDPs.

The total organic carbon (TOC) released was meas-
ured as previously described [28].

Leachates of radio-oxidized polymers can produce 
coloured solutions. A UV-Visible spectrum of a 150 dilu-
tion of the leachate in the SACPW solution was obtained 
on Shimadzu 2550 spectrophotometer.

Carboxylic acids were quantified by ionic chromato-
graphy (ICS-3000, Dionex) – see procedure described in 
Fromentin et al. [28]. The uncertainty (2σ) was estimated 
to be 9 %.

BDO was quantified using gas chromatography-mass 
spectrometry (GC-MS) (Agilent 7890B GC, with a 5977A 
MSD mass spectrometer, electron-impact ionization mode 
and quadrupole analyser). The GC system and analysis 
procedures are detailed in Section S3.1 of the SI.

2.2   Complexation study

The europium(III) stock solution was prepared by dis-
solving Eu2O3 (99.9 %, Alfa Aesar) into 1

w0.1 mol kg−⋅  HClO4 
(60 %, Fisher Scientific). Solutions were prepared by 
diluting leachates into a 1

w0.1 mol kg−⋅  NaClO4 solution and 
adding an aliquot of the europium(III) stock solution to 
reach 6 1

w10  mol kg .− −⋅  The pH values were measured just 
before TRLS measurements.

The solution from Eu2O3 dissolution in HClO4 produced 
a high level of adducts during mass spectrometry  analyses; 
Eu(NO3)3:5H2O (≥98.5 %, Fluka) was used instead. A stock 
solution of 2 1

w10  mol kg− −⋅  europium was prepared.
The TRLS experimental set-up – pulsed laser, optical 

parametric oscillator (OPO), type of fluorescence cells, 
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energy monitoring, and spectrometer –, and  determination 
of luminescence decay times were  previously described 
[29]. The emission signal was  collected after a 10 μs delay 
(D), during a 300 μs gate width (W). Excitation wave-
lengths, λexc, are chosen either as the 7F0→ 5L6 transition, 
i. e. 393.8 nm [30], or within the span 390–400 nm. The 
spectra presented in this work were obtained after 4000 
accumulations unless noted otherwise. For each spec-
trum, the background noise is subtracted and the lumi-
nescence is normalized by the average of 100 laser shots 
energy after the acquisition.

Structural identification of the complexes was done 
using mass spectrometry (ESI-MS-MS) analyses using a 
Q-Tof II Micromass (Waters) mass spectrometer equipped 
with an electrospray ionization (ESI) source and a 
 time-of-flight (TOF) analyser, in positive-ion mode. The 
capillary and sample cone voltages were set to 3000 and 
60 V, respectively. The source and desolvation tempera-
tures were set at 100 and 150 °C, respectively. For MS-MS 
analyses, the applied collision voltage was between 
20 and 40 V. All data analyses were done using MassLynx 
Software (Waters).

Solutions were prepared by diluting leachates by 
weighing into milliQ water and an aliquot of the Eu(III) 
stock solution from Eu(NO3)3:5H2O in order to reach 

4 1
w10  mol kg .− −⋅  The pH value was measured just before 

tandem mass spectrometry (ESI-MS-MS) analyses.
Following Fromentin and Reiller [29], speciation 

calculations were done in the framework of the specific 
interaction theory (SIT) [31]. The main thermodynamic 
constants and specific interaction ion parameters are 
recalled in Tables 1 and 2.

3   Results and discussion

3.1   Quantification of HDPs

Figure 1 shows the mass balances on HDPs normalized to 
one kilogram of non-irradiated PURe and 103 kGy γ-PURe. 
The corresponding carbon concentrations in 1

C wmol kg−⋅  are 
reported in Table S1 of the SI. The mass balance of the non-
irradiated material seems complete and the main HDPs are 
adipic acid and BDO. These two molecules are produced 
by ester functions hydrolysis of the soft segments (Fig. S1 
of the SI). Due to the high uncertainty on BDO quantifica-
tion, no difference on the mass balances can be evidenced 
between the non-irradiated PURe and the γ-PURe.

Knowing adipate concentration in HDPs and the 
Eu(III) complexation constants [29], the Eu(III) speciation 

in leachates was calculated. Under these conditions, 
adipate ions should not be able to complex Eu(III) in an 
alkaline medium (from pH 10). At pH 13.3, which is the 
pH value of leachates, Eu(III) should predominantly be 
Eu(OH)3(aq) and/or Eu(OH)3(am).

3.2   UV Visible spectrum analysis

The absorption spectrum (Fig. S2 of the SI) shows a wide 
increasing absorption region from 450 down to 220  nm, 
with some typical humps in the UV region. Applying a 
decomposition on the spectrum [35, 36], three Gaussian 
components at 237, 273, and 317 nm are obtained – uncer-
tainties in Table S2 of the SI, and correlation matrix in 
Table S3 of the SI. In view of the particularly large width 
at mid-height of these components, they should reflect 
the composition of other thicker bands. However, as 
in the case of natural organic matter, it is impossible to 
attribute these components to transitions from particu-
lar molecules. One can remark that the particularly large 
third component do not represent the absorption tail 
above 380 nm. As proposed elsewhere it may be the result 
of a continuum of coupled states [37] that have not been 
 identified, yet.

3.3   Eu(III) complexation by HDPs

3.3.1   Evidence of complexation phenomenon in alkaline 
medium

The TRLS spectra of Eu(III) in the SACPW solution is 
shown in Fig. S3a of the SI. Eu(III) – mostly Eu(OH)3(aq) 
see Fig. S4 of the SI –, is non-luminescent under these 

Table 1: Thermodynamic constants for Eu and adipic acid.

Reactions Log10K° (±1σ) References

H2O  H+ + OH− −14.00 ± 0.01 [31]
Adip2− + H+  AdipH− 5.49 ± 0.02 [29]
AdipH− + H+  AdipH2(aq) 4.48 ± 0.01 [29]
Eu3+ + H2O  Eu(OH)2+ + H+ −7.64 ± 0.04 [32]
Eu3+ + 2H2O  Eu(OH)2

+ + 2H+ −15.1 ± 0.2 [32]
Eu3+ + 3H2O  Eu(OH)3 + 3H+ −23.7 ± 0.1 [32]
Eu3+ + CO3

2−  Eu(CO3)+ 8.1 ± 0.2 [32]
Eu3+ + 2CO3

2−  Eu(CO3)2
− 12.1 ± 0.3 [32]

Eu3+ + 2CO3
2−  Eu(CO3)3

3− 13.8 ± 0.3 [33, 34]
Eu(OH)3(am) + 3H+  Eu3+ + 3H2O −17.6 ± 0.8 [32]
Eu2(CO3)3(cr)  2Eu3+ + 3CO3

2− −35.0 ± 0.3 [32]
EuOHCO3(cr)  Eu3+ + CO3

2− + OH− −21.7 ± 0.1 [32]
EuOHCO3(cr) + H+  Eu3+ + CO3

2− + H2O −7.7 ± 0.1 [32]
Eu3+ + Adip2−  EuAdip+ 3.88 ± 0.40 [29]
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conditions. This recalls Cm(OH)3(aq) in cement pore water 
[38]. The luminescence spectra of Eu(III) in the SACPW 
solution with representative amounts of BDO and adipic 
acid (Fig. S3b of the SI) is similar to the previous spectrum.

Figure 2 shows the Eu(III) luminescence spectra in 
HDPs solutions at pH 13.3. The spectrum obtained from 
the non-irradiated PURe-HDPs is equivalent to Eu(III), 
which suggests no interaction between Eu(III) and HDPs 
from the non-irradiated material. Conversely, the spec-
trum obtained with Eu(III) and the γ-PURe-HDPs show 
an important luminescence intensity. The 5D0→ 7F0 transi-
tion – loss of centro-symmetry of Eu(III) complexes – is 
present, and the hypersensitive 5D0→ 7F2 transition is more 
intense than the 5D0→ 7F1 transition, evidencing the for-
mation of Eu(III)-HDP complex(es).

The Eu(III) speciation under these conditions in the 
presence of adipic acid was calculated – Fig. S4 of the SI. 
The emission spectrum of Eu(III) in Fig. S3 of the SI shows 
that neither BDO nor adipic acid are responsible for the 
Eu(III) luminescence signal and complexation at pH 13.3. 
As a result, the ligands come from the unknown pool of 
HDPs shown on Figure 1. Even present in small propor-
tion of the total amount of carbon, the complexing power 
seems important.
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Figure 1: Mass balances on HDPs from non-irradiated PURe and  
γ-PURe, after leaching of PURe films in SACPW solution for one 
month at 60 °C. Error bars represent 2σ.

Table 2: Specific ion interaction coefficients used in this study.

Ion interaction 
coefficient

  Value (±1σ)  References

ε(H+, ClO4
−)   0.14 ± 0.02  [31]

ε(Na+, OH−)   0.04 ± 0.01  [31]
ε(Na+, CO3

2−)   −0.08 ± 0.03  [31]
ε(Na+, Adip2−)   0.215 ± 0.006  [29]
ε(Na+, AdipH−)   0.135 ± 0.006  [29]
ε(AdipH2(aq), NaClO4)   0.037 ± 0.009  [29]
ε(AdipH2(aq), NaCl)   0.105 ± 0.005  [29]
ε(Eu3+, ClO4

−)   0.49 ± 0.03  Analogy with Am3+ [31]
ε(Eu(OH)2+, ClO4

−)   0.39 ± 0.04  Analogy with Am(OH)2+ [31]
ε(Eu(OH)2

+, ClO4
−)   0.17 ± 0.04  Analogy with Am(OH)2

+ [31]
ε(Eu(CO3)+, ClO4

−)   0.17 ± 0.04  Analogy with Am(CO3)+ [31]
ε(Eu(CO3)2

−, Na+)   −0.05 ± 0.05  Analogy with Am(CO3)2
− [31]

E(Eu(CO3)3
3−, Na+)   −0.23 ± 0.07  Analogy with Am(CO3)3

3− [31]
ε(EuAdip+, ClO4

−)   0.10 ± 0.40  [29]
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The excitation spectrum of Eu(III) complexed by the 
HDPs from the γ-PURe is compared to the one of Eu(III) at 
pH 4 in Figure 3. For free Eu(III) at pH 4, the luminescence 
signal is more important when the excitation  wavelength 
is ca. 394 nm, which corresponds to the 5L6 ← 7F0  transition 
[30]. Before 392 nm and after 398 nm, the luminescence 
signal is very weak. The Eu(III) complexed by HDPs from 
γ-PURe shows a different excitation spectrum. What-
ever the excitation wavelength from 390 to 400  nm, the 
intensity of the luminescence signal is almost constant. 
This so-called antenna effect – observed in literature in 
the case of aromatic ligands [17] – means that within the 
wavelength span the ligands are excited by the excitation 
wavelength and, after internal rearrangements, electrons 
are transferred to Eu(III) luminescent levels. The ligands 
energy levels must be located at least above the Eu(III) 
lowest luminescence levels (ν̅ = 17,277  cm−1 for 5D0→ 7F0 
and/or ν̅ = 19,028 cm−1 for 5D1→ 7F0).

The luminescence of Eu(III) complexed by the γ-PURe 
HDPs is showing a bi-exponential decay (Fig. S8 of the 
SI), which can be attributed to the presence of two radia-
tive decay processes from two different excited states. 
The first decay time τ1 = 80 ± 2 μs (Table S4 of the SI) is 
faster than τ(Eu3+), i. e. 110 μs [16], whereas the second 
decay time τ2 = 340 ± 8 μs (Table S4 of the SI) is slower 
than τ(Eu3+). This phenomenon was reported for the com-
plexation of Eu(III) by humic substances [22–25] and in 
the case of Eu(III) complexed by HDPs from γ-irradiated 
PVC [5]. Complexed Eu(III) decay times faster than Eu3+ 
indicates inhibition mechanisms between Eu(III) and the 
ligands such as electrons transfers from Eu(III) excited 
states to the ligands [19, 39]. This particular behaviour 

was only observed with hydroxybenzoic ligands [19, 21, 
39, 40]. The non-exponential luminescence decay also 
indicates the heterogeneity of the γ-PURe HDPs unknown 
pool.

In addition to UV-visible spectrum (Fig. S2 of the SI), 
antenna effect and bi-exponential luminescence decay 
indicate that the chemical structure of the ligands might 
be aromatic, which may seem sound considering that 
PURe is partly composed of aromatic segments (hard seg-
ments, Fig. S1 of the SI).

Following Fromentin and Reiller [29], the 
5D0→ 7F2/5D0→ 7F1 ratio (7F2/7F1) was investigated vs. CHDP 
(Figure 4a) – the corresponding spectra are shown in 
Figure  4b normalized to the 5D0→ 7 F1 transition, and 
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Fig. S5 of the SI normalized to the total area of the spectra. 
The nature of the ligands being unknown, the concentra-
tion was expressed vs. TOC. The ionic strength is not fixed 
either, because it is mainly controlled by the adipate ions 
concentration. However, the ionic strength was calcu-
lated for each solution considering that among HDPs only 
adipate ions influence the ionic strength. The evolution of 
7F2/7F1 with HDP dilution was also obtained at the pH value 
of the SACPW solution (Figure 5).

When CHDP is nil, 7F2/7F1 = 0.62 ± 0.02. Then, 7F2/7F1 
increases with CHDP until 3.6 ± 0.1 and being almost stable. 
This increase is called ‘first wave’ and the pseudo-steady 

state is called ‘pseudo-saturation’. Then, while CHDP 
reaches C

1
w1 mol k. g ,6 −⋅  7F2/7F1 increases again. This second 

increased will be named ‘second wave’ in the following. 
The presence of two waves indicates at least two Eu(III) 
complexes depending on CHDP. As the pseudo-saturation 
zone shows a slight increase of 7F2/7F1, one can infer that a 
third Eu(III)-HDP complex is existing. This is confirmed by 
the evolution at pH 13.3, which corroborates the increase 
in 7F2/7F1. It must not be forgotten that as pH values are 
different, the implied complex(es) may not necessarily be 
the same even if Eu(OH)3(aq) should be major above pH 11.

The contribution of the EuAdip+ complex in 7F2/7F1 evo-
lution vs. pH can be calculated from Fromentin and Reiller 
[29], which should represents less than 9.5 % (Fig. S9 of the 
SI) and is neglected in a first approximation. Moreover, we 
investigated the evolution of 7F2/7F1 evolution of non-com-
plexed Eu(III) vs. pH. In that case, 7F2/7F1 does not exceed 
2.5 (Fig. S10 of the SI). Hence, the EuAdip+ and Eu(OH)n

(3−n)+ 
species do not seem to be responsible for 7F2/7F1 increase 
shown in Figure 4. Moreover, as already described else-
where, the Eu(CO3)3

(3−2n)+ complexes are not suspected [5].
The luminescence spectra presented in Figure 4b and 

Fig. S7 of the SI also shows that 5D0→ 7F0 transition intensity 
increases up to the pseudo-saturation state, then strongly 
decreases. This is indicating that the Eu(III) chemical 
environment corresponding to the second wave is more 
centro-symmetric than the one of the first wave. The same 
observation was made in the case of Eu(III) complexed by 
HDPs from γ-irradiated PVC [5]. A slight modification of the 
shape of the 5D0→ 7F1 transition is also noticed, which was 
already observed for Eu-humic acid complexes [24]. This 
transition is less sensitive to the chemical environment, 
but indicates a modification of the crystal field stabiliza-
tion of energy, which confirms the symmetry changes indi-
cated by the 5D0→ 7F0 transition evolution [20]. Finally, a 
modification of the 5D0→ 7F4 transition is also apparent in 
Figure 4b – more clearly in Fig. S5 of the SI. In view of its 
high multiplicity, interpretation of the modification of this 
band is not straightforward [20].

3.3.2   Study of the complexes

In the following sections, we will first focus on the first 
wave part of the Figure 4, corresponding to 6 ≤ pH ≤ 10 and 
CHDP up to 1

C w0.08 mol kg .−⋅  A pseudo-saturation state is 
obtained, which allows estimating the complexing power 
of HDPs in this area. Then we will focus on the second 
part of the isotherm at varying CHDP and pH ≥ 10, and on 
the constant pH 13.3. Finally, an identification of complex-
ing molecules will be undertaken.
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Figure 5: The evolution of 7F2/7F1 with HDP dilution was also 
obtained at the pH value of the SACPW solution.
(a) Evolution of the 7F2/7F1 ratio (circles) at varying pH from Figure 
4, and at fixed pH 13.3 (triangles) in the presence of increasing 
CHDP from γ-PURe on a logarithmic scale: −−= ⋅ 1
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μs, W = 300 μs, λexc = 393.8 nm; error bars represent 2σ of the area 
ratio using the trapezoid method; (b) corresponding luminescence 
spectra at varying CHDP.
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3.3.2.1   Quantification of the complexation power of 
HDPs for pH 6–10

The formation constants can only be global without the 
knowledge of HDPs’ functionality. Considering the simple 
equilibrium between non-complexed europium (Eunc) and 
a carbon originated from the HDP (HDPC), one can write 
the following operational equilibrium with associated 
operational constant Kop.

nc C C mEu mHDP Eu(HDP )+ =

 

c m
op op m

nc c

Eu(HDP )
K K

Eu HDP

  = =
    

 (1)

The mass balance on Eunc is written as follows.
+ + +

+

= + + +
+

3 2
nc 2 3Eu [Eu ] [Eu(OH) ] [Eu(OH[ ] ( )) ] [Eu(OH) aq ]

[EuAdip ] 

The plot of log10([Eu(HDPC)m]/[Eunc]) vs. log10[HDPC] in 
Figure 6a is showing a slope close to unity (Table 3) and 
log10Kop,Eu = 3.93 ± 0.14 (1σ) at the intercept. Note that from 
log10[HDPC] = −2.3 the data seem not to be linear.

This operational constant can also be plotted against 
the free ion Eu3+ concentration, considering the hydroly-
sis constants of Eu(III) (Tables 1 and 2) and the formation 
constant of the EuAdip+ complex [29] as follows.

 
+

+ +
+

 ∗
= × + =  ∑ 3

3 3
nc Eu

[Eu ] [Eu ] 1 Eu
[H ]

[ ]n
n α

β
 (2)

The plot of log10([Eu(HDPC)m]/[Eu3+]) vs. log10[CHDP] in 
Figure  6b is evidencing two zones. The first one is 
described by a straight line (r2 = 0.9828) and corresponds 
to a 1:1  stoichiometry and log10Kop = 4.28 ± 0.16 (1σ). The 
second area is less linear and gives a higher stoichiometry,

3
C C 8Eu 8HDP Eu(HDP )+ + =

with a higher log10Kop = 22.0 ± 4.3 (1σ).
As already stressed [5], the variation here is dual: the 

HDPs are diluted with no pH adjustment, meaning that 
the variation is both due to pH and CHDP. But the pH vari-
ation cannot be firmly attributed to an eventual acidity 
of the HDPs – other than the already ionized adipic acid 
under these conditions – or to the hydrolysis of Eu(III). 
As we do not have any information upon the functional-
ity of HDPs – quantity of complexation sites or eventual 
pKa –, the slope analyses can only be done  considering 
the Eu(OH)n

(3−n)+ complexes. The slopes, log10Kop, and 
 determination coefficients are reported in Table 3. Some 

analyses indicate negative – or close to zero – slopes, 
meaning that no complexation occurs with the considered 
non-complexed Eu(III) species or that a lower hydroxo 
complex should be considered. Whatever the considered 
non-complexed Eu(III) species, a change of slope is always 
occurring at 3 1

C C wHDP 3.5 10  mol[ .] kg− −⋅=  First slope is 
always either close to unity or close to zero. In this area, 
there may be a short chained HDP composed of one carbon 
which is complexing Eu(III). The only complexing organic 
molecule with one carbon are carbonate and formate. 
Formate is not detected in a sufficient amount to be respon-
sible of the complexation phenomenon. The formation of 
the Eu(CO3)+ may be possible but its luminescence signal is 
presenting a higher 5D0→ 7F0 transition than it is observed 
here [41, 42]. Another possibility is that the TOC analyses 
are biased and do not represent the total amount of dis-
solved carbon. We have up to now no argument in favour 
of either hypotheses.

As we have demonstrated before, 7F2/7F1 of the hydroxo 
Eu(III) species can reach 2.5. As a result, below this value, 
which corresponds to the area we are discussing, the con-
tribution cannot be neglected. Consequently, this slope 
may also be induced by the non-complexed Eu(III) species. 
However, it is sure that the non-complexed Eu(III) species 
do not contribute to the second slope. The second slope 
always indicates a higher stoichiometry, which is more 
likely to correspond to one HDP or a group of several HDPs. 
The associated constant is also always relatively high.

The same behaviour was observed for the compl-
exation of Eu(III) by HDPs from a radio-oxidized PVC 
[5]. This is somewhat surprising because the chemical 
formulations of PURe and PVC are very different, so the 
degradation mechanisms and the resulting HDPs are 
thought to be different. This commonality may be a coin-
cidence or the indication of some commonalities that are 
not understood, yet.

3.3.2.2   Complexation at pH above 10
Appreciating the complexation of the second wave at 
various pH is not straightforward, as the final plateau is not 
attained. Figure S6 of the SI shows the evolution of 7F2/7F1 
on the direct scale evidencing that a plateau is almost 
attained for data at constant pH 13.3. More data should be 
obtained but it was not possible due to the limited amount 
of sample. The same treatment than in previous section 
was applied at pH 13.3 in Figure 5 yielding to the plot in 
Figure 7a. The slope of 1.3 ± 0.1  suggest a stoichiometry 
close to one between Eu3+ and the HDPs on the mole of 
carbon basis, and log10K = 15.9 ± 0.7 (2σ) is obtained.

One can remember that the proposed value for 
HDPs from radio-oxidized PVC did not satisfactorily fit 
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Figure 6: Slope analyses of the Eu(III)-HDP complexation isotherms at varying CHDP.
Determination of the Eu(III)-HDP complexes stoichiometries and log10Kop from TRLS results from Figure 4 considering (a) total non-complexed 
europium, (b) Eu3+ free, (c) Eu(OH)2+, (d) Eu(OH)2

+, (e) Eu(OH)3(aq), and (f) EuAdip+ in solution using hydrolysis constant (Table 1) corrected 
using SIT parameters (Table 2). −−= ⋅ 1

w
6[Eu]  mol kg10 . The solid lines correspond to the linear regressions whereas the dashed lines 

correspond to the uncertainties (1σ).
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the solubility data and the formation of Eu(OH)2HDP 
seemed to be more adequate [5]. The account of the for-
mation of Eu(OH)2HDP yield also to a 1.3 ± 0.15 slope and 
a log10Kop = 5.06 ± 0.16 (2σ) (Figure 7b). When considering 
the following equilibrium.

3
2 2Eu 2H O HDP Eu(OH) HDP+ + + 

Then the operational constant becomes 
log10Kop = −10.7 ± 0.2.

These values are difficult to compare directly with 
the case of PVC as different stoichiometries are obtained. 

Nevertheless, it seems that a significant amount of 
europium(III), can be complexed by the γ-PURe-HDPs. 
The extent to which this complexation can induce a mobi-
lization of radionuclide from a nuclear wastes disposal 
will depend on the adsorption of the HDPs and complexed 
metals onto cementitious phases [43]. A comparison 
between the two cases will be presented afterward.

3.3.2.3   Identification of some ligands
The identification of the HDPs ligands in the 6 ≤ pH ≤ 10 area 
was attempted by ESI-MS-MS. The direct characterization 

Table 3: Possible slope analyses of Figures 6 and 7.

Equilibrium   Slope   r2   Log10kop

Eunc + HDP = EuHDP   1.19 ± 0.05   0.9731   3.93 ± 0.14
Eu3+ + HDP = EuHDP   1.29 ± 0.05   0.9828   4.28 ± 0.16
Eu3+ + 8HDP = Eu(HDP)8   8.3 ± 2.0   0.6914   22.0 ± 4.3
Eu(OH)2+ + 6HDP = Eu(OH)(HDP)6   5.5 ± 1.3   0.7233   15.4 ± 2.8
Eu3+ + H2O + 6HDP = Eu(OH)(HDP)6 + H+        −2.1 ± 2.8
Eu(OH)2

+ + 3HDP = Eu(OH)2(HDP)3   2.6 ± 0.6   0.8061   8.1 ± 1.3
Eu3+ + 2H2O + 3HDP = Eu(OH)2(HDP)3 + 2H+        −7.0 ± 1.3
Eu(OH)3(aq) + 2HDP = Eu(OH)3(HDP)2   2.2 ± 0.2   0.9919   6.3 ± 0.4
Eu3+ + 3H2O + 2HDP = Eu(OH)3(HDP2 + 3H+       −18.1 ± 0.9
pH = 13.3
 Eu3+ + HDP = Eu(HDP)   1.3 ± 0.1   0.9748   15.9 ± 0.1
 Eu(OH)2+ + HDP = Eu(OH)2(HDP)   1.3 ± 0.1   0.9748   5.1 ± 0.2
 Eu3+ + 2H2O + HDP = Eu(OH)2(HDP)       −10.7 ± 0.4

Charge of the complexes are omitted because of the lack of knowledge on the functionality of HDPs.

ba

14

15

16

lo
g 1

0(
[E

u(
H

D
P

C
) m

]/[
E

u3+
])

17

–2 –1 0 1

log10([HDPC] molC/kgw)

3

4

5

6

–2 –1 0 1

log10([HDPC] molC/kgw)

lo
g 1

0(
[E

u(
H

D
P

C
) m

]/[
E

u(
O

H
) 2

+
])

Figure 7: Slope analyses of the complexation isotherm at constant pH. 
Determination of the Eu(III)-HDP complexes stoichiometries and log10Kop from TRLS results from Figure 4 at pH = 13.3 considering (a) Eu3+ free, 
and (b) Eu(OH)2

+ in solution using hydrolysis constants (Table 1) corrected using SIT parameters (Table 2). −−= ⋅ 1
w

6[Eu]  mol kg10 . The solid lines 
correspond to the linear regressions whereas the dashed lines correspond to the uncertainties (1σ).
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of ligands above pH 10 area cannot be achieved due to high 
Na+ and K+ concentrations used to reach such pH values. 
Natural Eu isotopic pattern is easily  noticeable among 
the HDPs isotopic pattern [44] (Fig. S11 of the SI). Figure 
8 shows the ESI-MS spectrum of Eu in solution with HDPs 
at pH 9.4. The spectrum shows signals which  corresponds 
to non-complexed Eu – i. e. ions at m/z  167.9–169.9 and 
221.9–223.9 –, and to Eu complexed by adipate. Thanks 
to ESI-MS-MS analyses (Fig. S12 of the SI), these signals 
were attributed in Table 4 to Eu complexed by adipic 
acid – i. e. ions at m/z 269.0–298.0 and 314.0–316.0 – and 
to adipate with salt adducts (KOH and NaOH) – i. e. ions 
m/z  706.9–708.9 and 722.9–724.9 –. Additionally, Eu com-
plexed by soft segment oligomer (LH2) was also  identified. 
The chemical structure is reported in Figure 8, and corre-
sponding signals can be observed at ions m/z 385.0–387.0 
and 403.0–405.0. It was already shown that adipate is 

complexing Eu(III) below pH 10. One can note that adipate 
and the oligomer cannot be responsible for the antenna 
effect observed at pH 13.3 (cf. Figure 3), which confirms the 
different chemical structure of the ligands at 6 ≤ pH ≤ 10 
(first wave) and at pH > 10 (second wave).

3.4   Implication on the luminescence 
properties of Eu(III) in γ-PURe-HDP

One can remind that bi-exponential decays have been evi-
denced both in γ-PURe-HDP (Fig. S8 of the SI) but also in 
γ-PVC-HDPs [5]. The occurrence of non-exponential decays 
is linked to two different excitation states, which exchange 
is slow enough to be evidenced by the technique. It can 
come either from two different species or from two differ-
ent excited states. In this work, we have evidenced three 
different possible species in a wide range of pH values. The 
bi-exponential decays in Fig. S8 of the SI were determined 
in only one condition and cannot represent the different 
possible species evidenced. It explains why a third decay 
time was not evidenced in Fig. S8 of the SI. Furthermore, it 
seems difficult to affect a species to a particular decay time. 
It seems that the occurrence of the bi-exponential decay is 
mainly linked the composition of the HDPs and not to the 
particular complexing entities or complexes formed.

3.5   Implication on Eu(III) solubility and 
speciation in the pH/C(γ-PURe-HDP) 
studied domain

In order to compare these results on HDPs from 1000 kGy 
γ-PURe to our previous results on 10 MGy γ-PVC, the solu-
bility surfaces of Eu(OH)3(am) and EuOHCO3(cr) are cal-
culated using thermodynamic constants in Table 1 – and 
specific interaction parameters in Table 2 – and opera-
tional constants for EuHDP and Eu(OH)3HDP2 in Table 3. 
Calculation were done using PhreeqCI 3.4.0.1297 software 
[45, 46], using the hydrolysed forms of the operational 
constants and impeding the modification of the opera-
tional constants with ionic strength.

The solubility enhancement of 1
w0.01 mol kg−⋅  

Eu(OH)3(am) by γ-PURe HDPs – on carbon basis – as a 
function of pH is shown in Figure 9a. It can be seen that the 
influence of the HDPs is more important for the HDPs from 
the 1000 kGy γ-PURe compared to the 10 MGy γ-PVC esti-
mated in Reiller et al. [5]. An amount of ca. 2 1

C w10  mol kg− −⋅  
of γ-PURe-HDPs is necessary to increase the Eu(OH)3(am) 
solubility by two orders of magnitude in an alkaline solu-
tion, where more than 1

C w1 mol kg−⋅  were necessary for the 

Figure 8: ESI-MS spectrum in positive mode of Eu in solution with 
HDPs from γ-PURe: −−= ⋅ 1

w
6[Eu]  mol kg10 , pH = 9.4; HDPs are released 

after the leaching of the polymer in ASCPW solution for one month 
at 60 °C. The signal attributions in Table 4 were done by ESI-MS-MS, 
and correspond to Eu complexed by adipic acid (AH2) and a soft 
segment oligomer (LH2).

Table 4: Attribution of signals of Figure 8 that present the Eu 
isotopic pattern.

Peaks (m/z) Attribution

167.9–169.9 [Eu(OH)]+

221.9–223.9 [Eu(OH)(H2O)3]+

260.0–262.0 Not attributed
269.0–298.0 [Eu(AdipH)]+

314.0–316.0 [Eu(AdipH)(H2O)]+

385.0–387.0 [Eu(L)(H2O)]+

403.0–405.0 [Eu(L)(H2O)2]+

706.9–708.9 [Eu(Adip)3(K)2(Na)2]+

722.9–724.9 [Eu(Adip)3(K)2(Na)2(H2O)]+

AH2, adipic acid; LH2, soft segment oligomer.
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γ-PVC-HDPs. It can also be seen that the complexation 
is also extending down to mildly alkaline pH region in a 
wider parametric space comparing to γ-PVC-HDPs.

The comparison with the solubility of EuOHCO3(cr) 
at atmospheric CO2(g) pressure is shown in Figure 9b. 

It can also be seen that the solubility domain of Eu is 
enhanced by the γ-PURe HDPs. At pH 9.5, a concentra-
tion of ca. 1

C w0.1 mol kg−⋅  of 1000 kGy γ-PURe is necessary 
to increase the solubility of EuOHCO3(cr) by two orders 
of magnitude, when ca. 1

w1 mol kg−⋅  was necessary for 10 
MGy γ-PVC-HDPs. The extent of complexation is also more 
important in more neutral medium, and extends down to 
ca. 3 1

C w10  mol kg .− −⋅
It seems that the complexing power of the γ-PURe-

HDPs is more important than the one of γ-PVC-HDPs. 
Nevertheless, we are still lacking of the sufficient amount 
of knowledge on the functionality of the HDPs, and the 
comparison between doses is not possible. A particu-
lar effort of the evaluation of the functionality seems 
desirable.

4   Conclusions
Our aim was to investigate the complexation of Eu(III) 
by HDPs leached from a non-formulated PURe irradi-
ated with γ-rays in an ASCPW solution (pH 13.3). Unlike 
HDPs from non-irradiated PURe, the γ-PURe-HDPs can 
complex Eu(III) in alkaline media. It was shown that 
neither adipic acid nor butane-1,4-diol, the two main 
HDPs, were responsible for this complexation under 
these conditions. The UV-Visible spectrum of the HDPs, 
and an antenna effect and a bi-exponential lumines-
cence decay of complexed Eu(III) in TRLFS seem to indi-
cate that the ligands, or ligand pools, are likely to contain 
aromatic structures.

The existence of two to three complex states was evi-
denced. The complexes formed at high pH (from 10 to 13) 
are different from the lower pH complexes. Complexation 
reactions and operational constants were proposed. Two 
ligands in the lower pH range were identified: adipic acid 
and an oligomer issued from the soft segments of PURe.

By comparison to γ-PVC, it seems that the complexa-
tion power of γ-PURe is more important as it lowers the 
necessary amount to dissolve Eu(OH)3(am) by two orders 
of magnitude in a highly alkaline medium, and one order 
of magnitude for EuOHCO3(cr).

In an industrial context, HDPs may be able to complex 
lanthanides/actinides(III) in cemented waste packages, 
but also in more neutral conditions such as in argillaceous 
host rocks. Attention have to be paid to the effect of HDPs 
and induced complexations on the radionuclides mobility 
and adsorption to the disposal engineered barriers.
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Figure 9: The solubility enhancement of −⋅ 1
w0.01 mol kg1  Eu(OH)3(am) 

by γ-PURe HDP and comparison with the solubility of EuOHCO3(cr) at 
atmospheric CO2(g) pressure.
Solubility of −⋅=tot wal

10.0[ 1 mol kgEu]  as a function of pH and 
concentration of 1000 kGy γ-PURe-HDP (on total carbon basis) 
using thermodynamic constants (Tables 1, and 2) and formation 
constants for EuHDP and Eu(OH)3HDP2 in Table 3 of (a) Eu(OH)3(am) 
at PCO2(g) = 10−12 atm, and (b) EuOHCO3(cr) at PCO2(g) = 10−3.5 atm.
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